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~anderson
~Pa~~'ltes, me. CONCRETE TEST REPORT

Report NO.1

Project Washington State Penitentiary Wall Restoration Job No. W8033-62
Client Washingtgn State Oepartrnent of Corrections
Prime Contractor Johnson Western Gunite
Subcontractor~~~~~ __~ __~~ __~~ ~~~ __~~~~~~~~~~~Report to Wash State Depart of Correct1ons. P.O. Box 41112. Olympia WA 98504-
1112. Johnson Western Gunite. SCH Consultants
Concrete placed in north wall at east handball court

MATERIALS AND MIX DATA

Concrete Supplier !(oncrete Industries Mix No._-..,,--=-=-__
Type and Brand of Cement:=~l~afs;.;a~rI-lQ.ue",--::~-:-::::=~-:-_ Sacks/cu.yd. Z,O
Admixtures - Kind and Amount 1. --::!"Ke••.l""c••.•r-:>e..,.t!c"!e::-",.---:-:...,..,,.-_2.WaterSour~e well Hax Aggregate Size 1La: Req'd Strength' 28 days-!QQQP.S.l.

FIELD TEST DATA

Truck No. MS Slump 2- Cast By Scott Hall
Ticket No. 3783 Air Content 6,S~ Weather Cloydy/Windy
Time Batched Cone. Temp 630 Date Cast 11108/94
Time Cast 12:15 p.m. Air Temp 460 Date 1n Lab 11/11/94
-,--truck of __4_trucks w/~cu.yds on truck and a total pour of ~cu yds.
Concrete Curing Temperature Extremes: High .__ .,.....,._Low -::--==--Field data bY:-Z-·APA __ ·Client/Cylinder delivered to lab by:-Z- APA __ Client

SPECIMEN TEST DATA
Cylinder Size: Surface Area: _ 28.27 sq.1n.

CylinderNo. Cl1ent
J.p. No. DateTested Age-Days Tohl Load

lbs. DateReportedCompress1ve
Str. P.S.I.

CopiesSent
1759-01
1759-02
1759-03

11/15/94
12/06/94
12/06/94

7
28
28

9S,OOO
142,000
145,500

3370
5020
5150

11/15/94
12/06/94
12/06/94

3
3

Remarks:

File No. W8033-60-Bl {Wall)
ENoiN~eRING SURVEYING : MATERIA~ ~STIN\,
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